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 Intertek Testing Services Taiwan Ltd. 
8F., No. 423, Ruiguang Rd., Neihu District, Taipei 114690, Taiwan, R.O.C. 

全國公證檢驗股份有限公司 
114690 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2400．6602-2401  
 

Applicant: Yugold Textiles Co., Ltd. Date Issued: Apr 14, 2026 
 3/F., No.394, 

Min Sheng W. Rd., 
Taipei, 
Taiwan, R.O.C. 
  

 

 
Sample Description :  

One (1) piece of submitted sample said to be woven fabric, in Black. 
 
Applicant’s Provided Care Instruction/Label : - 

 
Date Received/Date Test Started : Apr 02, 2026 
Standard : - 
Style/Article No. : WE888-1049 
Order No. : WE888-1049-2/1 
Mill : - 
Buyer’s Name  : - 
Agent’s Name : - 
Brand Name : - 
Ref. : - 
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1 Colour Fastness To Washing (AATCC TM61-2013e(2020)e2, Test No. 2A, Modified Test, 45 Minutes Mechanical 

Wash At 105ºF In 0.15% AATCC 1993 WOB Detergent Solution With 50 Steel Balls): 
 
    
Colour Change 4.5  
Colour Staining   
-Acetate 4.0  
-Cotton 4.5  
-Nylon 4.0  
-Polyester 4.5  
-Acrylic 4.5  
-Wool 4.5  
 

2 Colour Fastness To Drycleaning (AATCC TM132-2004e3(2013)e3, 30 Minutes Mechanical Wash At 86+/-4ºF In 
Perchloroethylene/Detergent Solution): 
 
    
Colour Change 4.5  
Colour Staining   
-Acetate 4.5  
-Cotton 4.5  
-Nylon 4.5  
-Polyester 4.5  
-Acrylic 4.5  
-Wool 4.5  
 

3 Colour Fastness To Crocking As Received (AATCC TM8-2016e(2022)e): 
 
    
Dry 4.5  
Wet 4.5  

 
 

End of Report 
 
Except where explicitly agreed in writing, all work and services performed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http://www.intertek-
twn.com/terms/. Intertek's responsibility and liability are limited to the terms and conditions of the agreement. 
 
This report is made solely on the basis of your instructions and / or information and materials supplied by you and provide no warranty on the tested sample(s) be truly representative of the 
sample source. The report is not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is 
under no obligation to refer to or report upon any facts or circumstances which are outside the specific instructions received and accepts no responsibility to any parties whatsoever, following the 
issue of the report, for any matters arising outside the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You 
are the only one authorized to permit copying or distribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the 
report solely at their own risk. 
Reporting Statements of Conformity: Please note that the test results contain statement of conformity with the decision rules which are based on the specifications of customers, regulations 
and standards, and does not consider measurement uncertainty. 
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