HOLLINGSWORTH AND VOSE AIR FILTRATION LTD

Cuality Control Test Certificate

Customer: PRO-AR Comercio
H&Y Lot Mumber 1600301
Customer Order Mumber: a71
Product Type: PTS150 M 515
Quantity Despatched _ fin m
Date Printed: 15-11-16
Raoll Ho. Weight Thickness Resistance Pensetration
{gim?) () {Pa)
Min: 13300 Min: 2.30 NiA NA
Max: 165.00 Max: 3.00 Max: 21.00 Max:- 2.00
160018982 | 09-Nov-16 BEx 156 2.71 14 1.033

Weight = basis weight fibre only - all substrates deducted.
Thickness measured using Messmer Instruments Gauge.
Resistance measured at 95 min (100em2 sample).
Penetration measured 0.6 micron NaCl, at 95 Umin (100cm2
sample), according to EN13274-T




