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BD Low

Mixing Ratio by weight 100:68

BD Low: Mixing Ratio by weight 100:68
Mixed amount, kg Comp. A, kg Comp. B (hardener), kg
1 0,595 0,405
2 1,190 0,810
3 1,786 1,214
4 2,381 1,619
5 2,976 2,024
6 3,571 2,429
7 4,167 2,833
8 4,762 3,238
9 5,357 3,643
10 5,952 4,048
11 6,548 4,452
12 7,143 4,857
13 7,738 5,262
14 8,333 5,667
15 8,929 6,071
16 9,624 6,476
17 10,119 6,881
18 10,714 7,286
19 11,310 7,690
20 11,905 8,095
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