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SUBJECT

Antibacterial Activity Evaluation

CLIENT
CLP International Pte Ltd
2 Tanjong Penjuru
Singapore 609017

Attn : Chong Chyang Ngan

SAMPLE SUBMISSION DATE / TEST DATE
28 Oct 2020 / 26 Jan 2021

DESCRIPTION OF SAMPLE
One coated sample labelled as below was submitted by the above company. The sample was placed at room
temperature for 90 days prior to testing.

Sample Description : Rub & Clean AM Coat
Batch No. : LB20201027/1

METHOD OF TEST
JIS Z 2801:2010/A1:2012
“Antibacterial products – Test for antibacterial activity and efficacy”.

The test microorganisms used were :

Staphylococcus aureus (ATCC 6538P)
Escherichia coli (ATCC 8739)

Size of Coated Sample: 5 cm x 5 cm
Size of Uncoated Sample: 5 cm x 5 cm
Size of film: 4 cm x 4 cm polyethylene film
Volume of test inoculum : 0.2 ml
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RESULTS

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antibacterial Activity

(Criteria : Not less than 2.0)
Staphylococcus aureus (ATCC 6538P) 0 hour 24 hours

Uncoated Sample (Blank) 100 000 69 000 -

Sample Description : Rub & Clean AM Coat
Batch No. : LB20201027/1 - Less than 10 More than 3.84

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antibacterial Activity

(Criteria : Not less than 2.0)
Escherichia coli  (ATCC 8739) 0 hour 24 hours

Uncoated Sample (Blank) 120 000 2 400 000 -

Sample Description : Rub & Clean AM Coat
Batch No. : LB20201027/1 - Less than 10 More than 5.38
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Remarks :

The above test results relate to the samples as received.
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Please note that this Report is issued under the following terms :

1. This report applies to the sample of the specific product/equipment given at the time of its testing/calibration.  The results are not used to
indicate or imply that they are applicable to other similar items.  In addition, such results must not be used to indicate or imply that TÜV
SÜD PSB approves, recommends or endorses the manufacturer, supplier or user of such product/equipment, or that TÜV SÜD PSB in
any way “guarantees” the later performance of the product/equipment. Unless otherwise stated in this report, no tests were conducted to
determine long term effects of using the specific product/equipment.

2. The sample/s mentioned in this report is/are submitted/supplied/manufactured by the Client. TÜV SÜD PSB therefore assumes no
responsibility for the accuracy of information on the brand name, model number, origin of manufacture, consignment or any information
supplied.

3. Nothing in this report shall be interpreted to mean that TÜV SÜD PSB has verified or ascertained any endorsement or marks from any
other testing authority or bodies that may be found on that sample.

4. This report shall not be reproduced wholly or in parts and no reference shall be made by the Client to TÜV SÜD PSB or to the report or
results furnished by TÜV SÜD PSB in any advertisements or sales promotion.

5. Unless otherwise stated, the tests were carried out in TÜV SÜD PSB Pte Ltd, 15 International Business Park Singapore 609937.

6. The tests carried out by TÜV SÜD PSB and this report are subject to TÜV SÜD PSB’s General Terms and Conditions of Business and
the Testing and Certification Regulations of the TÜV SÜD Group.

Effective 01 January 2021


