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	Sugarcane Bagasse Ash

	Parameter
	Unit
	Value

	Aluminum
	mg kg-1
	1710

	Arsenio
	mg kg-1
	<1.0

	Barium
	mg kg-1
	25.7

	Boron
	mg kg-1
	<3.2

	Cadmium
	mg kg-1
	<0.4

	Calcium
	g kg-1
	5.3

	Chrome
	mg kg-1
	12.5

	Copper
	mg kg-1
	21.1

	Humidity (60-65 ° C)
	% (m/m)
	3.2

	Iron
	mg kg-1
	1540

	Lead
	mg kg-1
	3.4

	Magnesium
	g kg-1
	1.1

	Manganese
	mg kg-1
	182

	Mercury
	mg kg-1
	<1.0

	Molybdenum
	mg kg-1
	<0.9

	N Ammoniacal
	mg kg-1
	220

	N Kejldahl
	g kg-1
	6.1

	N Nitrate-Nitrite
	mg kg-1
	421

	Nickel
	mg kg-1
	<2.4

	Organic Carbon
	g kg-1
	570

	pH (H20 1:10)
	-
	5.2

	Phosphorus
	g kg-1
	0.86

	Potassium
	mg kg-1
	1617

	Selenium
	mg kg-1
	<1.0

	Sodium
	mg kg-1
	18.0

	Sulfur
	g kg-1
	0.24

	Total solids
	% (m/m)
	95.2

	Volatile solids
	% (m/m)
	48.7

	Zinc
	mg kg-1
	12.4



